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WEREATLHE SRR AR AE]

Company Name
shown on Report

T-GLOBAL TECHNOLOGY CO., LTD.

A | M E TRk E A B 508335k
Address NO. 33, LN. 50, DAREN RD., TAOYUAN DIST., TAOYUAN CITY 330, TAIWAN

DU R i AR s B e s B S I hiEse
The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

ey BEWE R

Sample Name Thermal Pad

Pt TG-A 1250

Part No. TG-A 1250

RRmBR Gt

Color S3sE)

fE B H A 2021.11.01

Sample Received Date Nov. 1, 2021

B H 8 2021.11.01-2021.11.05 #\ <

Testing Period Nov. 1, 2021 to Nov. 5, 2021 ﬁg\l" é C.

MRS RIS PR, BFTHECHRGPATHPD), §(Cd), F(HY), AEECIVD), S8 \"C
F5E(PBBs), %38 —%EHE(PBDES), #3& — Hf4Ms(DBP, BBP, DEHP, DIBP), %.(F), "«%

Test Requested

RO MRS R

Test Method/Test Result(s)

F(CI), R(Br), BT -

As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(V1)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl

Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP), Fluorine (F), Chlorine (CI),
Bromine (Br), lodine (1) in the submitted sample(s).

RS

Testing .

HSRTH-

Please refer to the following page(s).

z 31 .5 F & o
% //K\ i . c?ﬂ Reviewed by B EFK :
LA B W

#FEp= 463 Laboratory Manager

o
@

t.com  E-mail:info@cti-cert.com

HEEHE
No. R392332123

K[ T T e R — B 95R51# 7 6
5F-6, No.9, Sec.2, Nankan Rd, Luzhu Dist., Taoyuan, Taiwan
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FHIfHE Test Method
. . . SHI
A E AT Anhes
Test Item(s) Test Method Equipment(s)
Fiss IEC 62321-5:2013 ICP-OES
Lead (Pb)
% IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
XK IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
FNESS . ~
Hexavalent Chromium (Cr(V1)) IEC 62321-7-2:2017 UV-vis
EQLV RS IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
%5 R IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR H RS IEC 62321-8:2017 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)
o SH#EN 14582:2016 IC
Fluorine (F) Refer to EN 14582:2016
= SHEEN 14582:2016 IC
Chlorine (CI) Refer to EN 14582:2016
R SF#EN 14582:2016 IC
Bromine (Br) Refer to EN 14582:2016
78 £F2EN 14582:2016 IC
lodine (1) Refer to EN 14582:2016
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SHIEATEE Tested Item(s) &F Result JriAmetifR MDL
$% Lead (Ph) N.D. 2 mg/kg

4% Cadmium (Cd) N.D. 2 mg/kg

7 Mercury (Hg) N.D. 2 mg/kg
75fE#% Hexavalent Chromium (Cr(V1)) N.D. 8 mg/kg
SHISATEE Tested Item(s) &3 Result JiERHR MDL
285K Polybrominated Biphenyls (PBBs)

PBBs PBBs (PBBs) N.D. /

SEIESE Monobromobiphenyl N.D. 5 mg/kg
—EFE Dibromobiphenyl N.D. 5 mg/kg
Z3ESE Tribromobiphenyl N.D. 5 mg/kg
VUEREE Tetrabromobiphenyl N.D. 5 mg/kyg

FEEE Pentabromobiphenyl N.D. 5 mg/kg
7RIS Hexabromobiphenyl N.D. 5 mg/kg
13855 Heptabromobiphenyl N.D. 5 mg/kg
JURE#% Octabromobiphenyl N.D. 5 mg/kg
JLIEREE Nonabromobiphenyl N.D. 5 mg/kg
3Bl Decabromobiphenyl N.D. 5 mg/kg
SHISATEE Tested Item(s) &3 Result JiERRHR MDL
%2 7Kg Polybrominated Diphenyl Ethers (PBDES)

PBDEs PBDEs (PBDES) N.D. /

—E " Monobromodiphenyl ether N.D. 5 mg/kg
AT Dibromodiphenyl ether N.D. 5mg/kg
=3E % Tribromodiphenyl ether N.D. 5 mg/kg
DUE %Mt Tetrabromodiphenyl ether N.D. 5 mg/kg
FiE T Pentabromodiphenyl ether N.D. 5 mg/kg
7R 26 Hexabromodiphenyl ether N.D. 5 mg/kg
382 Heptabromodiphenyl ether N.D. 5 mg/kg
JUE %Mt Octabromodiphenyl ether N.D. 5 mg/kg
JUE T2 Nonabromodiphenyl ether N.D. 5 mg/kg
38— % Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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BHIESESR Test Result(s)

HIETEE Tested Item(s) &£ Result FiEwHE MDL
#R_HEEEs Phthalates (DBP, BBP, DEHP, DIBP)

AP HIEE TR AR Butyl benzyl N.D. 50 mg/kg
phthalate (BBP)

CAS#:85-68-7

AR g (2-Z5) Ol N.D. 50 mg/kg

Di-(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

Jf%E_FIf2— T Dibutyl phthalate N.D. 50 mg/kg
(DBP)

CAS#:84-74-2

B FIEE T HS Diisobutyl N.D. 50 mg/kg
phthalate (DIBP)

CAS#:84-69-5

SHISAIEE Tested Item(s) &R Result iR MDL
4, Fluorine (F) N.D. 50 mg/kg
. Chlorine (CI) N.D. 50 mg/kg
35 Bromine (Br) N.D. 50 mg/kg
f lodine (1) N.D. 50 mg/kg
A e ST (F SR

Sample/Part Description Light green thin plate (excluding the release film)
i HWeRAISE, 8B, RZRLETRERE -

-N.D. = Rzttt (NRITERLEIR)
-mg/kg = ppm = EHETZ—
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million

R FFEFHERIERERI - 28 - CREREEERE - AEELZEENA -
Note: The testing data and result(s) in this report is(are) just for scientific research, education, internal

quality control and product development etc.
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MAIARAE Test Process
1. $4(Pb), #(Cd)
Lead (Pb), Cadmium (Cd)
BRESNEBEN A AR
. . OAH s —* SRR
Weigh s?mple and place it :> Add digestion reagent Digest the sample
in a vessel
FABRAL S/ ‘
_ H 75 A (—
Dry Ashing/ Residue
- Alkali Fusion/ A8
FRICP-OES73ft ﬁ'%ﬁjﬂj\m,ﬁ“ Acid Dissolution Filtration
Analyzed by <: Make up with
ICP-OES deionized water
B
Solution
2. 7K(Hog)
Mercury (Hg)
R R S RO B 25 o D G
Weigh sample and place it in a :’> Add digestion reagent :> Digest sample in microwave
microwave digestion vessel digestion oven
PRk /B Y 7 T B — b2
Alkali Fusion/ Resdys
FHICP-OES43 7 LT K ER Acid Dissolution Filtration
Analyzed by {1 Make up with
ICP-OES deionized water —
B
Solution
3. NfESR(Cr(VI)
Hexavalent Chromium (Cr (V1))
it ALK SRR
Weigh sf'imple and place it :> Add digestion reagent :> Digest the sample
in a vessel
IR T A0 i
Add test solution Adjust the pH.value ~ Cool and filter
of the solution
SR A R pHIE LT KER — FAUV-Vis73#ft
Adjust the pH value of the solution :> Make up with Analyzed by UV-Vis
deionized water

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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4. ZRHH(PBBs) @ %R _FRE(PBDES)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDESs)

HEELNEEF A BATHZEHL S
Weigh sample and [ Extracted with organic ; o

place it in a thimble solvent Concentrate the extract

!

e B 2 HY A 3 A B
FIGC-MS4347 A A RIE BRI R ET BN
<:| Make up with <: Transfer the extract into a
Analyzed by GC-MS organic solvent volumetric flask
5. #E_HEgEs(DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)
EERLNREET AT ATIZE AL S
Weigh sample and place it  |—> Extracted with —
in a thimble organic solvent Concentrate the extract
RIS AR A R
FHGC-MS4y HAERARIES S ZEAUE) =
o < Make up with {—3| Transfer the extract into a
Analyzed by GC-MS organic solvent volumetric flask

6. #(F) - &(Cl)- KEBr) > B)
Fluorine (F), Chlorine (CI), Bromine (Br), lodine (1)

Tl B R A SR BAESR FESA R TP AR i
Weigh and place sample —> : —> Combust the sample
in a sample cup of bomb Fill the bomb with oxygen in oxygen bomb
o FIBHKES RS B AR B R
| Make up with {—| Transfer the sample solution
Analyzed by IC ultra-purity water into a volumetric flask

----------
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o il
Photo(s) of the sample(s)

-

~

BEEHH Statement -

1 el e Ay « “EHE SRR s
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. EESRHEAFIAME AL - B R E R R B AR - A EEN EEEMAE - CTURKER
HEM
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided
by the applicant who should be responsible for the authenticity which CTI hasn’t verified,;

3. AEEtRNGERENZIRLEET

The result(s) shown in this report refer(s) only to the sample(s) tested,;

RECTIREEFE » MM EEARS

Without written approval of CT], this report can’t be reproduced except in full;

W & VRSN F B NSRS DI SR A -

In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

***i& %:%:é:;ﬁ***
*** End of report ***
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